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*Na LETTER 

SUMMARY 

~ I J E J ~ ~ T :  Cover Sheet, DistrSbution Memo, Introduction, 
Table of Contents, Arigona Tcriit Method No. 
ARlZ l O l a  and AMEEO Test Methods Nos. T 40, 84, 
85, 87, 89, 90, 96, U34, 141, 176, 190 4 217. 

RWISIOrJS TO SEePLON 100 

1. dlZIZ l0l.a - Changes in t he  Haterials Manual. W s  sfiall replace BWIZ 101. 

CHANGE LETTER NO. 5 

DATE O F  LSSUE: EIBICh 1, 1978 

EFfECJTlVE DATE: March 1, 1978 

The folloaing A85HTO Test Mfthods are to replace ARIZ 103 and 107. 

1. T 40 - Saupltng Bitumhous Materials tQ replace ARIZ 103. 

2. T 141 - Samplfag Ptetih Concrete t o  replace ARU LO?. 

The f01loa;Lng AASEO Test Methods are t o  replace ARIZ 204, 206, 2437, 208, 210a, 211a, 
216, W8, 224 and 809. 

1. T 87 - nfp Prepdvation of Disturbed SDll and Soi l  Aggregate Samples for  Test t o  
replace ABTZ 204. 

2. T 89 - Determinlne, t h e  Liquid Wmit of Soi l s  t o  replaee ARXZ 206. 

J. T 90 - I3eterdd.q t h e  P las t i c  Limit and P l a s t f s i t y  Idex of S o i l s  t o  replace ABIZ 
207. 

4. T 176 - P l a s t i c  Fines in Graded aggregates and Sol ls  by Use of the.$& Equivalarrt 
Teet t o  repla- ARI2 208. 

5. T 85 - Specific. Gravfty and Absorption of Coarse Aggresate t o  replace ARI2 210a. 

6.  T 84 - Specific Gravity and Absorption of Fine Aggregate t o  r ep lam RBI2 21la. 

7. T 96 - lfesistance t o  Abrasion.of Coarse Aggregate by U s e  of t h e  Los be&es Machine 
to  replace ARIZ 214. 
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8. T 104 - Soundness of Aggregates by Use of Sodium Sulfate or Magnesium Sulfate to 
replace ARIZ 218. 

9. T 217 - Determination of Moisture in Soils by Means of a Calcium Carbide Gas 
Moisture Tester to replace ARIZ 224. 

10. T 190 - Resistance R-Value and Expansion Pressure of Compacted Soils to replace 
ARIZ 809. 

DELETED TEST METHODS 

The following test methods are obsolete, and should be extracted from the manual. 

ARIZ 103, 107, 204, 206, 207, 208, 210a, 
211a, 214, 218, 224, and 809 

Attachments: Cover Sheet, Distribution Memo, Introduction, Table of 
Contents, Cover Sheets for Section 100 and 200 and Test 
Method No. ARIZ 101a. 
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